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SAMPLE : SAMPLE BITUMEN T 

FROM MAKMAL JALAN 

DATE : 4 MAC 2019 

TIME : 12 PM - 12.30 PM 

VENUE : MAKMAL 

PENYELIDIKAN MEKANIKAL 

PREPARE BY : 1. PUAN 

NORYATI 

2. CIK NURUL HANAN 

3. EN JULZAHA 

3. EN KHAIRIL FAZRI 

CHECK BY : 

 

Spectrum: Sample tanah (T) MAKMAL JALAN 

 

El AN  Series  norm. C Atom. C Error (1 Sigma) 

                [wt.%]  [at.%]          [wt.%] 

---------------------------------------------- 

Rh 45 K-series    0.00    0.00            0.00 

K  19 K-series    0.00    0.00            0.00 

Si 14 K-series    0.00    0.00            0.00 

Mg 12 K-series   96.15   98.62            0.03 

Na 11 K-series    0.00    0.00            0.00 

Fe 26 K-series    2.81    1.26            0.00 

Al 13 K-series    0.00    0.00            0.00 

Pb 82 L-series    1.04    0.12            0.00 

---------------------------------------------- 

        Total:  100.00  100.00 

 

 

 

 

 

 


